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EcoBoard GK3 

Lower-grade chipboard for interlayers 
 
 

GRAMMAGE THICKNESS BULK 
 

g/m2 
 

 

m 
 

 

cm3/g 

300 460 1.54 

350 520 1.48 

400 640 1.60 

450 710 1.58 

500 690 1.38 

550 760 1.38 

600 830 1.38 

700 1000 1.43 

800 1170 1.46 

900 1330 1.48 

1000 1440 1.44 

 
 

 
 
 

 

Tolerances / Testing Standards 
 
Grammage (DIN ISO 536) .................................................................. ±10% 
Thickness (DIN EN 20534) ................................................................. ±10% 
Bulk ................................................................................................... ±10% 
Stiffness (DIN 53121)..................................................................................  
Brightness (ISO 2470) .................................................................................  
Opacity (ISO 2471) .....................................................................................  
Roughness (ISO 8791/4)  ............................................................................   
 

 

Printing Surface Properties 
 
ISO Brightness ...........................................................................................  
Roughness  ................................................................................................  
Opacity ......................................................................................................  
 
 
 

 

APPLICATIONS 
 
Interlayers 

 
ADDITIONAL INFORMATION 
 
www.kapag.com 
 


